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(c) Petroleum wax may contain any 
antioxidant permitted in food by regu-
lations issued in accordance with sec-
tion 409 of the act, in an amount not 
greater than that required to produce 
its intended effect. 

(d) Petroleum wax may contain a 
total of not more than 1 weight percent 
of residues of the following polymers 
when such residues result from use of 
the polymers as processing aids (filter 
aids) in the production of the petro-
leum wax: Homopolymers and/or co-
polymers derived from one or more of 
the mixed n-alkyl (C12, C14, C16, and C18) 
methacrylate esters where the C12 and 
C14 alkyl groups are derived from coco-
nut oil and the C16 and C18 groups are 
derived from tallow. 

(e) Petroleum wax may contain 2-hy-
droxy-4-n-octoxybenzophenone as a sta-
bilizer at a level not to exceed 0.01 
weight percent of the petroleum wax. 

(f) Petroleum wax may contain 
poly(alkylacrylate) (CAS Reg. No. 

27029–57–8), as described in § 172.886(c)(2) 
of this chapter, as a processing aid in 
the manufacture of petroleum wax. 

[42 FR 14609, Mar. 15, 1977, as amended at 51 
FR 19545, May 30, 1986] 

§ 178.3720 Petroleum wax, synthetic. 

Synthetic petroleum wax may be 
safely used in applications and under 
the same conditions where naturally 
derived petroleum wax is permitted in 
subchapter B of this chapter as a com-
ponent of articles intended to contact 
food, provided that the synthetic petro-
leum wax meets the definition and 
specifications prescribed in § 172.888 of 
this chapter. 

§ 178.3725 Pigment dispersants. 

Subject to the provisions of this reg-
ulation, the substances listed in this 
section may be safely used as pigment 
dispersants in food-contact materials. 

Substances Limitations 

Dimethylolpropionic acid (CAS Reg. No. 4767–03–7) ................ For use only at levels not to exceed 0.45 percent by weight of 
the pigment. The pigmented articles may contact all foods 
under conditions of use A through H as described in Table 2 
of § 176.170(c) of this chapter. 

Phosphorylated tall oil fatty acids (CAS Reg. No. 68604–99–9), 
prepared by the reaction of dimethyl hydrogen phosphite 
with tall oil fatty acids.

For use only at levels not to exceed 1.0 percent by weight of 
the pigment. The pigmented polymeric films may contact all 
food under conditions of use D, E, F, and G described in 
table 2 of § 176.170(c) of this chapter. 

Propanoic acid, 3-hydroxy-2-(hydroxymethyl)-2-methyl-, compd. 
with 1,1′,1″-nitrilotris [2-propanol] (1:1) (CAS Reg. No. 
221281–21–6).

For use only at levels not to exceed 0.45 percent by weight of 
the pigment. The pigmented articles may contact all food 
under conditions of use A through H as described in Table 2 
of § 176.170(c) of this chapter. 

Siloxanes and silicones; cetylmethyl, dimethyl, methyl 11- 
methoxy-11-oxoundecyl (CAS Reg. No. 155419–59–3).

For use only at levels not to exceed 0.5 percent by weight of 
the pigment. The pigmented polymers may contact all foods 
under conditions of use C, D, E, F, and G described in Table 
2 of § 176.170(c) of this chapter. 

Trimethylolethane (CAS Reg. No. 77–85–0) .............................. For use only at levels not to exceed 0.45 percent by weight of 
inorganic pigment. The pigmented articles may contact all 
food under conditions of use A through H described in Table 
2 of § 176.170(c) of this chapter. 

[61 FR 43157, Aug. 21, 1996, as amended at 63 FR 35799, July 1, 1998; 64 FR 48292, Sept. 3, 1999; 
64 FR 72273, Dec. 27, 1999; 65 FR 52909, Aug. 31, 2000] 

§ 178.3730 Piperonyl butoxide and 
pyrethrins as components of bags. 

Piperonyl butoxide in combination 
with pyrethrins may be safely used for 
insect control on bags that are in-
tended for use in contact with dried 
feed in compliance with §§ 561.310 and 
561.340 of this chapter, or that are in-
tended for use in contact with dried 
food in compliance with §§ 193.60 and 
193.390 of this chapter. 

§ 178.3740 Plasticizers in polymeric 
substances. 

Subject to the provisions of this reg-
ulation, the substances listed in para-
graph (b) of this section may be safely 
used as plasticizers in polymeric sub-
stances used in the manufacture of ar-
ticles or components of articles in-
tended for use in producing, manufac-
turing, packing, processing, preparing, 
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